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Bondar-Clegg, Inc.

12980 West Cedar Dr,
Lakewood, Colorado

US.A. 80228 L
Phone: (303) 989-1404

Telex: 45693

=

Invoice : 12600 Fage 1
BROHM MINING CORF.
MR. ROD MACLEOD Date i 31-AUG-88
P.0O, ROX 485
DEADWOCD» SD Rerort No: 098-0786
857732 Prodect ¢+ BLASTHOLE
Reference! NONE LISTED
62 Anagluses of Gold et ¢ 8.00 ¢ 4946.00
1 Ane2luses of Gold at % 0,00 % 0.00
Subtotel ¢ 496,00 ¢ 4%96.00
21 Anslueses of Au/Hot Extraction at & 4,00 s 84.00
Subtotal $ 84.00 $ 84,00

Samrle Preraration

42 Samrles of Assavy Frep st ¢ 3,25 ¢ 1201.50
62 Semrles of Dezdwood Surcharde at ¢ 0.50 ¢ 31.00
Subtotsl - 12320 $  232:.50
Miccellaneous Charges
4%2 S.0, STATE SALES TAX $ 6,20
2% DEADWOODR CITY SALES TAX $ 3.10
Less? NO CHARGE ONE CYANIDE SHAKE $ 4.00
Subtotel $ 5.30 $ 5.30
Invoice Total: ¢ 817.80 U.S.,

Ok ‘o pay ¢-G- |
“leles +
(?-\W\uo( S'Cl"zf

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



12980 West Cedar Dr
Lakewood, Colorado
USA 228
Phone: (303) 989- 1304
Telex: 45697

¢ lee pé
\( \ \'UM j"*’

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980 West Cedar Dr,
Lakewood, Colorado 80228
(303) 9894404 o

BROKM MINING CORP.

KR, ROD MACLEOD
P.0. BOX 485
DEADWOOD, SD
57732




Geochemical

12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 98914040

: BONDAR-CLEGG

REPORT: 098-0786 ( COMPLETE )

’7 Bondar-Clegg, Inc.
i

REFERENCE INFOI NONE LISTED

CLIENT: BROHM MINING CORF,

SUBMITTED BY: R, MACLEOD

NOTES: = indicates SEE REMARKS

‘ PROJECT: BLASTHOLE DATE PRINTED: 23-AUG-88
‘ NUMBER OF
} ORDER ELENENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 FireAu Gold 62 Fire Assay
2 FireAu Gold 1 Fire Assay
3 CN Au Au/Hot Extraction 21 Cuanide Lesch Atosic Absorrtion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
I DRILL CORE ) 3 150 42 AssauPrep

Deadwood Surcherge 62

I
’ REMARKS: = SAMPLE S-9-2-171 HAS BEEN RECHECKED,
\
\
I

WERE ALSO RECHECKED,)

TUD SEPARATE ASSAY RESULTS ARE REPORTED FOR
THAT SAMPLE, (SANPLE WAS ACTUALLY RECHECKED
TUICE AND SEVERAL SAMPLES AROUND THAT SAMPLE

REPORT COPIES TO: MR, ROD MACLEOD

INVOICE TO: MR, RON MACLEOD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report

(303) 9891404,

. BONDAR-CLEGG
REPORT: 098-0784 PROJECT: BLASTHOLE PAGE 1
SANPLE ELEMENT FireAu FireAu  CN Au SAMPLE ELEMENT FireAu FireAu  CN Au
NUMBER UNITS  OPT 0PT 0PY NUMBER UNITS  OPT 0PT 0PT
2 $-9-1-070 0.015 0,017 12 §-9-2-202 0,007
02 5-9-1-089 0,048 0,044 02 §-9-2-203 0,002
02 5-9-1-0%0 0,023 0,032 12 §-9-2-204 0,003
D2 $-9-1-108 0,034 0,043 02 §-9-2-222 0,003
02 §-9-1-109 0.114 0,143 02 §-9-2-223 0,008
02 §-9-1-110 0,005 02 §-9-2-224 €0,002
12 5-9-1-128- 0,049 0,050 02 §-9-2-225 0,008
B2 §-9-1-129 0,152 0.181 02 §-9-2-226 0,002
2 $-9-1-130 0,023 0.038 02 §-9-2-227 0.002
02 5-9-1-143 0,010 02 §-9-2-228 0,002
12 §-9-1-144 0,019 0,029 02 §-9-2-229 0.002
02 §-9-1-145 0.024 0,034 02 §-9-2-230 €0.002
D2 §-9-1-144 0,043 0,045 02 §-9-2-231 0,062 0,029
02 5-9-1-147 0.177 0,167 B2 §-9-2-232 0,002
D2 §-9-1-148 0,049 0.058 02 §-9-2-233 0,002
02 5-9-1-149 0,09 0,100 02 §-9-2-234 0,022 0,032
D2 §-9-1-150 0,083 0,102 02 §-9-2-259 0,002
02 5-9-1-161 0,039 0,053 D2 §-9-2-260 40,002
12 §-9-1-162 0,025 0,032 02 §-9-2-261 0,002
02 §-9-1-163 0,030 0,043 D2 §-9-2-262 0,002
D2 §-9-2-132 0,006 02 §-9-2-263 0,006
02 5-9-2-133 0,009 D2 §5-9-2-264 0,005
12 5-9-2-134 0.004
02 §-9-2-135 0,005
02 §-9-2-134 0,002 o
02 §-9-2-142 0,006
02 §-9-2-149 <0,002
02 5-9-2-170 0,004
02 §-9-2-172 0,006
02 $-9-2-1%2 0.003
02 §-9-2-193 0,003
02 $-9-2-194 0,002 1
02 §5-9-2-195 40,002 | |
12 §-9-2-196 0,002 {1
02 §5-9-2-197 40,002 |
02 $-9-2-198 0,004
D2 §-9-2-199 0,002
12 §-9-2-200 0,003

R §-9-2-201 0,002
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LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
ﬂ 172 12 s /:‘ 4
Date Shipped v/ 128/ = Vializ/ ¢Z¢ O Prepaid or O Collect
/
/ -
# Parcels in Shipment TOTAL NUMBER OF SAMPLES [/,-
¢y : s 18- 2107 Prric T
GEOLOGIST'S NAME £ .. LLLL PHONE NUMBER .-~ '© //” "PROJECT NAME OR NUMBER -/ L/ rn 2 .
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba| Espec| Activation oce test
hes s 4 - G Neutron ore
J/ AP "///.' CGITEZ  Leu Py fzn *v'u Ag |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F M Hg |Sn |Sb [Ba |E spec | Activation oce test
L = L
) : : Neut ore
( 7 / i Cu [Pb |Zn Mo |Ag [Cd |Ni [Co Mn [Fe [Bi [V [U (W |F )XA: Hg [Sn |Sb [Ba |E spec | Activation pce test
7 / COili .67 .' = Neutron = ore
A [ Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |Bi |V |U (W |F % As [Hg [Sn [Sb [Ba |E spec | Activation CF test
4 ? Y7 Neut ore
AR G101 SH Cu [Pb [zn Mo |Ag cd [N feo pen [re [8i |v [u [w [F [g6 Jas g fsn [sb [sa e spec ek ol B0 R0 [l
/ 7 ce )/ ¢ & f Neutron ore
L ) / /fﬁ /1090 Jeu Jpo |20 Mo Jag [cd [Ni [co pn [Fe |oi v |u [w [F |& |as JHg [sn [sb [Ba |€ spec | Activation | DCP | rest
‘ L / Neutron ore
Dt { HeTC cu [Pb [zn Mo [Ag [cd [Ni [co n [Fe [8i [v [u |w |F |AK |as JHo [Sn [Sb [Ba [E spec | Activation 0cP | test
& . l Neulron ore
/C ("',‘ Pb |Zn Mo |Ag |Cd |Ni |Co Mn |[Fe |Bi |V |U |W [F Mu [As |Hg [Sn [Sb |Ba |E spec \Achva!w DCcP test
” “Weutro ore
IC ’,’/, Pb |Zn Mo |Ag [Cd NI [Co Mn [Fe |Bi [V |U [W |F }A\ Hg [Sn [Sh |Ba ESQED Activation pce test
—. - p-e % L \ Neutron ore
/C /| ) Ph |2n Mo |Ag Jcd INi fco an fFe |Bi [V |U |w |F % As Hg ISn |Sb kﬂa Espéc Ac':l;ahon DCF test
P 7 / ) Neulron ore
"4 Cu [Pb [Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U |W |F As JHg |Sn |Sh |Ba-{€ sfiec | Activatio Dce test
/ Ak \
r A a2 1ls Neuiron org
L A - = e I [Zn Mo |Ag [Cd [Ni [Co Mn [Fe [Bi |V [U |W |F 5% [As Hg [Sn |Sh |Ba |E spec | Activation DCP tes
~ e : A s Neulron ore
[ 4 / J— b | 7 > |Cu [P [Zn Mo [Ag |Cd INi |Co Mn |Fe |8i [V |U [W |F A |As [Hg [Sn |Sb [Ba [E spec | Activation pee test
/ 5 . AW
Ll L e
Cu |Pb [Zn Mo [Ag [Cd |Ni |Co Mn [Fe [Bi [V |U W |F |Au |As Hy {Sn [Sb [Ba [E spec Activation pep tast
: Neulron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co hn Fe |Bi |V [U, |W |K Jru [AsJHg [Sn [Sb |Ba [& spec | Activation pce test
\ Weaon ore
Cu |Pb [Zn Mo [Ag |Cd [Ni [Co Mn |Fe [Bi |V U YW |F Aa |As Mg [Sn [Sb [Ba E spec | Activation pep test
B. assay (%, ore grade) . O prepared
Please analyze by ‘ methods, the enclosed samples
O geochemical (ppm, trace level) \ (m) unprepared

0O DO NOT ASSAY GEOCHEMICAL OVERLIMITS

COMMENTS /L /0L i L5- 2 Mtk Tl LMYl Aol | 20100077
AL Y Vil /[y /4 A S
PLEASE INDICATE SAMPLE DISPOSITION
A R T PULPS
‘Q/ DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
‘00 RETURN COD AFTER ANALYSIS COMPLETE JEL.__RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

. Results LG / /1A 7/0F O Results
& Invoices Ll LA« L)t £ O Invoices
B Pulps £ g LK 451 0 Pulps
O Rejects L_Z (L 2L O Rejects
O Results O Results
| O Invoice O Invoice
O Pulps O Pulps
| O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



"TITLE 11-08-88 13:12:49 098-0786

"CLIENT BROHM MINING CORP.
"PROJECT BLASTHOLE
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the

" Values below the

"DETERMINATIONS"
" ELNAME METHO

" 01 FireA
" 02 CN Au
"SAMPLE PRE

" 40 SAMPLE TYPE=D

" 41 P17=
" 42 P86=
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED.

(LR % 3 & S]]

u FA
AA
PS*"

62
62

#SAMPLES:

upper limit are
lower limit arse

R. MACLEOD

62 REFERENCE:

shown as
shown as

ECO UNI #SAM LOLMT UPLIMT

OPT
E31 OPT

DRILL CORE
Assay Prep

Deadwood Surcharge

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

“BEGIN " "Type"
“97860001" "D"
“97860002" "D
"@7860003" "D
“97860004" "D
"@7860005" “D"
"@7860006" "D"
"@7860007" "D
"@7860010" "D"
"Qg7860011" D"
"@7860012" "D"
"@7860013" "D
“@7860014" "D
“97860015" "D"
"Q7860016" "D"
"@7860017" "D"
"p7860018" "D
"@7860@19" "D"
"@7860020" "D"
"Q7860021" "D
"Q7860022" "D"
"@7860023" "D"
"Q7860024" "D"
"@7860025" "D
"@7860026" "D
"97860027" “D"
"@7860028" "D"
"@7860029" "D"
"@7860030" "D
"@7860031" "D"
"p7860032" "D
"p7860035" "D
“p7860036" "D"
"@7860037" "D
“p7860038" “D"
"p7860@39" "D
“97860040" D"
n@7860041" "D"
“g7860042" “D"
"Q7860045" "D"
“Q7860046" "D"

W . W W R

aA PN LS

"Frac" "Sample IO"
"a2" "S8$-9-1-070
"2 "s-9-1-089
"2" "S$-9-1-0990
"2n "s-g9-1-108
"2" "$-9-1-109
“2" "5-9-1-110
w2" "$-9-1-128
"2" "$-9-1-129
"2" "8$-9-1-130
“2" "S§-9-1-143
"2" "§$-9-1-144
"2" "s-9-1-145%
"2v "S-9-1-146
"2" "§$-9-1-147
"2" "5-9-1-~148
"2" "s-9-1-149
"2" "8$-9-1-~150
nz2" "s-9-1-161
"2" "5-9-1~162
"2" "§-9-1-163
"2" "§-9-2-132
"2 "g=~-9-2-133
"a2v "§$-9-2-134
"2 "s-9-2-135
"2" "§-8-2-136
2" "§-9-2-162
w2 "s-9-2-169
"2" "§-9-2-179
"2" "$-9-2-171
"2" "S§$-9-2-172
"2" "8§-9-2-192
"2 "$-9~2-193
"2" "§~-9-~2-194
n2" "§-9-2-195
nz2v "§-9-2-196
"2" "§-9-2-197
"2'" "$-9-2-198
2" "§-9-2-199
"2" "§$-9-2-200
"2" "§-9-2-201

T )

T - - o

62 0.002 99.999
62 0.002 99.999

"FireAu"

P O DO O 0O OSSO0 IO OO0 OSSO0

10/08/88"

NONE LISTED

+uplimt"”

-lolmt

COMMENTS™"

(ie not detected)"

Results Reported "
Test not yet complete"”

.01%
.068
.023
.034

114

.005

049

.1582
.023

-

010

.019
.024
.43
177
.049
.096
.083
.039
.025
.030
.006
.009
.004
.205
.002
.0086
.002
.004
.188
.006
.003
.003
.002
.002
.002
.002
.004
.002

.

003

.002

o o *9

CN Au"
-9
-9
-9
-9
-9
-9




"@7860048" "D" "“2" "§-9-2-203 " 0.002 -9
"g7860048" "D" "2" "S-8-2-204 " 0.003 -9 |
"e7860050" "O" "2" '"§-9-2-222 " 0.003 -9
"97860051" "p" "2" "S-9-2-223 " 0.008 -9
"e7860052" "D "2" "S§-9-2-224 " -0.002 -9
"@7860053" "D" "2" "§-9-2-225 " 0.006 -9 :
"97860054" "D" "2" "S-9-2-226 " 0.002 -9
"Q@78606055" "D" "2" "§-9-2-227 " 0.002 -9
“97860056" "O" "2" "S-9-2-228 " 0.002 -9
"e7860057" "D" "2" "§-9-2-229 " 0.002 -9
"@7860058" "D'" "2" "S-9-2-230 " -0.002 -9
"@7860059" "D" "2" "§-9-2-231 " 0.062 -9
"e7860062" "D" "“2" "S-9-2-232 " 0.002 -9
"@7860063" "D" "2" '"§-9-2-233 " 0.002 -9
"e7g6e0064" "D" "2" "S-9-2-234 " 90.022 -9
"@e7860065" "D" "2" "S-9-2-259 " 0.002 -9
"97860066" "D" "2" "S-9-2-269 " -0.002 -9
"e7860067" "D" "2" "S-9-2-261 " 0.002 -9
"erg860068" "D" "2" "S-9-2-262 " 0.002 -9
"97860069" "D "2" "S-9-2-263 " 0.006 -9
"'97860070" "D "2" "S-9-2-264 " 0.005 -9
OIENDII )




Bondar-Clegg, Inc.

12980 West Cedar Dr,
Lakewood, Colorado
U.S.A. 80228
Phone: (303) 989-1404
Telex: 45693

*
¥

BROHM MINING CORF.
MR. ROD MACLEOD
F+.0. BOX 485
RNEADWOOD, SD

897732

Invoice 3 12534, Fadge 1
Date i 22-AUG-88

Rerort No! 098-0741

Prodect ! BLASTHOLE

Reference! NONE LISTED

1? Ansleses of Gold
Subtotzal

? Anslwses of Au/Hot Extraction
Subtotal

Samele Preraration
19 Samrles of Assaw FPrer
19 Semrles of Deadwood Surcharde
Subtotal
Miscellaneous Chardes
4% 8.I'y STATE SALES TAX
2%Z DEADWOODR CITY SALES TAX
Subtotal

Invoice

3I‘$\\8

gt ¢

R
-
@» o

Totzl?

8.00 ¢ 152,00
$ 152.00 $ 1352.00

4.00 ¢ 36.00
$ 36,00 $ 36.00

o

-

o
<
w» B
e G -
NN
o

R d
N
%
w
-
~J
[y
r
w

1.920
0.95
2.85 $ 2,85

W e W

$ 262,10 U.8,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228
Phone: (303) 989-1404
Telex: 45693

,i
BREOHM MIN Kl
e \".’.:Q“’ } [} 1165 -
BL
EADWOOND E rt N 028 4
f £l F M
Fefe [ MO ]
Fif 4 ¢ -
I ! % 1
fral s Hot E 1 i 4
i | E &
th} ] 1
17 = | ¥ £ i
i t ¢ 9
t "
rll i !
i L LES y
1B nupanon o1 Sal F i
| 1 ¢ :
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

B

Lab Report

BROHK NINING CORP.
HR. ROD MACLEOD
P.0. BOX 485
DEADROOD, SD
57732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr

Lakewood, Colorado 80228 Lab Report
—— BONDAR-CLEGG

.

 REPORT! 098-0761  COMPLETE ) REFERENCE INFO! NONE LISTED
CLIENT: BROHN NINING CORP. SUBNITTED BY: R. MACLEOD
PROJECT! BLASTHOLE DATE PRINTED: 18-AUG-88
' NUNBER OF LOVER
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 Firehu Gold 19 0,002 OPT Fire Mesay
2 CNAu AuwMot Extraction 9 0.002 0PFT  Cuanide Leach Atosic Absoretion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUKBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 19 2 =150 19 Assay Prer 19

Deadwood Surcharge 19

‘ RENARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, ROD MACLEOD INVOICE TO! MR. ROD MACLEOD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 989-1404
BONDAR-CLEGG
REPORT: 098-0761 PROJECT: BLASTHOLE PAGE 1
SANPLE ELEMENT FireAu  CN Au
NUMBER UNITS  OPT  OFT
D2 §-9-1-015 0,007
12 §-9-1-019 <0,002
D2 §-9-1-035 0,011
12 §-9-1-038 0,005
D2 §-9-1-039 0,005
B2 5-9-1-055 0,018 0,020
D2 §-9-1-058 0,019 0,014
02 §-9-1-059 0,017 0,022
12 §-9-1-075 0,008
D2 $-9-1-078 0,008
12 §-9-1-079 0,017 0,021
| 02 5-9-1-098 0,018 0,022
\ 12 §-9-1-099 0,028 0,032
| D2 §-9-1-118 0,021 0,023
| D2 §-9-1-138 0,036 0,035
|
b | D2 §-9-1-158 0,010
| D2 §-9-1-255 0,004
| P2 §-9-1-258 0,036 0,031
0,012

’ 02 §-9-1-276




LAB. REPORT NO. _

5
E BONDAR-CLEGG INC
-
12980 W. CEDAR DR, LAKEWO0OD, CO. PHONE: S83S-1104 TELEX: 45-693
SAMPLE SHI?/MEN'_T NOTICE
Z /7 ! i A 4
Date Shipped 2/ Via L/c/ sz [ Prepaid  or [ Collect
J AJ
# Parcels in Shipment TOTAL NUMBER OF SAMPLES / (1
s / 7, A £/ ¥ F726.2 1717 - g v 3
GEOLOGIST'S NAMEA_ L2 £/ PHONE NUMBER'C___." // [/ 7 PROJECT NAME OR NUMBER L (/. /70 / /
Samples’ # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
T Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oce test
ype
178704 Neutron ore
/C / ‘/ ,’j Cu |Ph |Zn Mo JAg |Cd [Ni [Co Mn |Fe |Bi |V (U W |F AXA Hy |Sn [Sb |Ba |E spec Activation nce test
T { s I Al Neu ore
o e //,’ /‘ Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F |As Hg [Sn |Sb |Ba |E spec | Activation nce test
P o - Neutron ore
C / o7 (f)' / Cu |Pb |Zn Mo JAg |Cd [Ni |Co Mn |Fe |BI |V |U (W |F M As |Hg |Sn |Sb [Ba |E spec !scti‘;anun nce le'st
G A . \/ Neutro re
| / /1056 Cu |Po [zn Mo fag |cd |Ni fco Jun JFe [8i [v |u [w [F 3K [as o sn [sb [ea e spec Pt oot (0N B
2 - T, s I A& Neutron ore
[( % s 7 l ﬂ ’//("L /Cu Pb |Zn Mo |Ag |Cd |Ni |Co Mn |Fe |8 |V |U |W [F w As |Hg [Sn [Sb lBa E spec Activation DCP test
7 INE Y. <G (¥ \ Neutron ore
( b /1€ /1777 [Cu [Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe [Bi |V |U [W |F Iy As Mo [Sn [Sb |Ba |E spec | Activation oee test
™~ / <O I % Neulron ore
124 { 1107 Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn |[Fe |Bi |V |U |W |F “\ As [Ho [Sn [Sb |Ba |E spec | Activation ocp fest
= : g P N Neulror ore
r(: & S7/0/ f /e ’I/ Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe [BI |V |U W |F X As [Hg |Sn [Sb |Ba |E spec | Activation oce test
5 . <0 Al \ / Nautron ore
j I 4 y 7107 JIOF] [cu |po f2n Mo fag [cd [Ni Jco pan [Fe [Bi |V [u |w [F A [As [Ho [Sn [sb [Ba [E spec | Activation ocP | rest
- <G /7% Neulron ore
S fy 71(/ Cu [Pb [Zn Mo Ag [Cd [Ni fco Mn [Fe [Bi [V U [w |F |A6 JAs JHg [Sn [Sb [Ba [E spec | Activation pep | test
" r = > 0 r Neutron o010
3 A 7//%5 Cu [Pb |20 Mo |ag [co [Ni fco n [Fe [8i [v [u [w [F 3k [as JHg [sn [sb [Ba [E spec | Activation peP | fest
™ y v / Heutron ore
i / /1056 Cu |Pb [Zn Mo [Ag [Cd |Ni [Co Mn |Fe [Bi [V |U |W [F A, [As [Hg |Sn [Sb [Ba |E spec | Activation pce lest
7 e )7 F / NenTro oTe
'3 5 1 L£7% Cu |Pb |Zn Mo |Ag [Cd |Ni [Co hn Fe [Bi |V |U |W |F IAs [Ho [Sn [Sb [Ba |E spec | Activation oce test
YT Newlron ore
[(_/ { / lz /0 Cu |Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe [Bi |V |U [W [F AX As [Hg [Sn [Sh [Ba [E spec | Activation pee test
S 17 7 Rearron ore
o / 7! G [© Cu |P6 [Zn Mo JAg [Cd [Ni |Co Mn |Fe |Bi |V U |W |F M As [Hg |Sn [Sb |Ba [E spec | Activation pce test
JE_ assay (%, ore grade) [1 ¢ prepared
Please analyze by . methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS LLL - THOLE "t eid 4L

a
/f/

f1OLK

TLRLIPHACLLIL & LGl TTEL

el Sl O _LEL fIKE LTHVED Ll [(JEUILE Lt A 70 FLEK W CTRIE 7ATY
LD 70 THAY A I YTTVES L6L
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

#  DISCARD AFTER ANALYSIS COMPLETE

O RETURN COD AFTER ANALYSIS COMPLETE

O STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

White — Lab Copy - Please Include With Shipment

.

B Results ’ [l CEO! O Results
R Invoices L0 LAOIIA( [Lieley COAL O Invoices
Rirke. Lod LOX 4485 O Pulps
O Rejects _LL/ LYVOE Y e i O Rejects
O Results O Results
O Invoice O Invoice
O Pulps 3 Pulps
O Rejects O Rejects

O DISCARD AFTER ANALYSIS COMPLETE
AH RETURN COD AFTER ANALYSIS COMPLETE
O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

Yellow — Sample Prep. Copy

Pink — Client's Copy



"TITLE 10-08-88 ©8:38:12 098-0761

"CLIENT BROHM MINING CORP.
"PROJECT BLASTHOLE
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
19 ©.002 99.999
19 0.002 99.999

" 21 FireAu FA
AA

" @2 CN Au
"SAMPLE PRE

“ 40 SAMPLE TYPE=D

" 41 P17=
" 42 PB6=
"REMARKS"

" 5@ FINAL RESULTS ARE REPORTED.

oY v W v )

PS"

19
18

#SAMPLES:

OPT

E31 OPT

DRILL CORE
Assay Prep
Deadwood Surcharge

R. MACLEQD

19 REFERENCE:

“FORMAT (AB8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

IIBEGIN 1 ||Type'l
"97610001" "D"
"@7610002" "D
"@7610005" "D
"e7610006" “D"
“@7610007" "D
“97610008" "D"
"@7610009" "D
"@7610010" "D
"@7610@11" "D
“g7610012" “D"
"@7610013" "D
"e7610014" "D"
"@7610015" "D
"@7610016" "D
"@7610017" "DV
*g/7610018" "0O"
"@76100198" "D"
"e7610020" "D
“@7610021" "D"

lIENDII

“"Frac" "Sample ID"
"z2" "§-9-1-015%
"2" '"§-9-1-019
"2" "§-9-1-035
"2" "S$-9-1-038
"2" "§-9-1-039
“2" "§-9-1-055
"2" "S$-9-1-058
"2" "8-9-1-059
"2" "§-9-1-075
"2" "§-9-1-078
"2" "8$-9-1-079
"2" "8-9-1-098
"2 v*S-9-1-099
"2" “S-9-1-118
“2" "$-9-1-138
"2" "§-9-1-158
"2" "8-9-1-~255
"2" "$-9-1-268
n2" ""85-9-1-~276

es/es/88"

NONE LISTED

+uplimt"

~lolmt

"FireAu"
0.007
-2.002
0.011
@.005
0.005
9.018
©.018
0.017
0.008
0.008
0.017
9.018
.028
.021
.036
.010
0.0049
0.036
0.012

e e

(ie not detected)"

COMMENTS™
Results Reported
Test not yet complete"

" CN Au"
-9
~9
-9
-9
-9
~9
-9
-9
-9
-9
-9
-9
~9
-9
-9
-9
-9
-9
-8




."TITLE 18-08-88 12:53:59 098-0761 R.
"CLIENT BROHM MINING CORP.
"PROJECT BLASTHOLE #SAMPLES:
"SPECIAL VALUES"

“ IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 FireAu FA orPT 19 ©.0602 99.999 Results Reported "
" @82 CN Au AA E31 OPT S 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D
" 41 P17= 19

" 42 P86= 19

MACLEOD ps/oB /88"
"

1% REFERENCE: NONE LISTED

+uplimt"

-lolmt (ie not detected)"

DRILL CORE "
Assay Prep "
Deadwood Surcharge "

"REMARKS"

“ 5@ FINAL RESULTS ARE REPORTED. "

10 9% % % A

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A2))"

"BEGIN " "Type"” "Frac" "“Sample ID" "FireAu" " CN Au"
"@7610001" "O©" “2" "S-9-1-015 " 2.007 -9
"“p7610@e2" "D" "2" "S§~9~1-019 " -0.002 -9
"97610005" "D "2" "S-9-1-035 " 0.011 -9
“976109006" "D" "2" "S~9-1-038 " 0.005 -9
"@7619007" "D" "2" "S-9--1-039 “ 2.005 -9
"g7610008" "D" "2" "$-9-1-055 " 0.018 0.020
“¢7610009" "D" 2" "$~-9-1-058 " 0.019 2.014
"p76100610" "D" "2" "S$-9~-1-059 " 0.017 @.0822
"@7610011" D" "2'" "$-9-1-075 " 2.008 -9
"@7610012" "O" "2" "5-9-1-078 " ©.008 -9
“g7610013" "D" "2" "8§~-9-1-079 " 6.617 .021
"Q7610014" "D" "2" "S~9-1-098 " 2.e18 2.022
"@7610015" "p" "2" "§-9-1-099 " 2.028 0.032
"@76106016" "O" "2'" "§-9-1-118 " 0.021 0.023
"@7610017" "D" "2" "$-9-1~138 " ©0.036 2.0635
"¢7610018" "D" "2" "85~9-1-158 " 2.010 -9
"@7610019" "D" "2'" "S§~9-1-2655 " ®.004 -9
"@7610020" "D" "2" "§-~-9-~1-258 " 2.9236 2.031
"@7610021" "p©" "2" "S~9~1-276 " @.012 -8

IIENDII




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
US.A. 80228
Phone: (303) 9§9- 1404
Telex: 45693

BEROHM MINING CORF.
MR, ROD MACLEOD
F.0, BOX 485
NEADWOOD »

87732

30 Ancluces
16 Analuses

Semrle

30 Samrles

Miscellaneous Charges

STATE SALES TAX
CITY SALES TAX

¢« of Gold
Subtotsl

of Au/Hot
Subtotal

Extraction

Freraration
30 Samrles of Assaw Prep

of Nesdwood Surcharse
Subtotszsl

DEADWOOD
Subtotal

8' 218¥
2.4 M

Ht
at

Total!

K
Leek

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Invoice
22-AUG-88
098-076460

BLASTHOLE
NONE LISTED

Rerort No
FProdect
Reference

R
"

"»

- . -





